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1- SAIL

2- RINL

3- Tata steel
4- Shyam Steel lndustries Ltd.

3rq MORTH EI{T 3rq-i Tft-flffi qi4il ftfr-qq i[ Reinforcement steel d Eq d sqq frftq rm-n riyilqr fuqr rrql t:-
MORTH: Clause No. 1009.3.1- " All steel shall be procured from ,original

producers' who manufacture billets directly from iron ores and roll the billets to produce
steel conforming to lS: 7786. No re-rolled steel shall be incorporated in the works.
However, in case the original producers give certificate that they are unable to supply the
steel within the required time period or that they are not producing bars of the required
diameter, the Engineer may allow the procurement of steel from other suppliers,
provided that the reinforcement is manufactured from billets procured from the original
producers. ln such cases, the manufacturer's cetificate alone shall not be considered as
sufficient and the steel shall be got tested by the Engineer in the NABL accredited
laboratories only, as a third party check. lt shall be ensured that all the test results
conform to lS : 1786 requirements.

only new steel shall be delivered to the site. Every bar shail be inspected
before assembling on the work and defective, brittle or burnt bars shall be discarded. Bars
with cracked ends shall be discarded.

For the steel procured from original producers also, the Engineeer/Employer
may carrJ/''riut occasional checks on materials through third party as mentioned above, for
confirmiqg ihe test results shown in the certificates, in case of any doubt regarding the
quality of steel supplied".
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