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Nilkamal Mystique Fiber Chair

—Sr. _N_o.‘ B . _ Par;iculars
| Specification
| 1_ ;Type_of Chair “ Single Piece Plastic
| _ ‘ Moulded
| 2 | Seat Cush.ion - Without
3 | Back Cushion Without
éi_ Plasti"c- Material | Polypropylene
| 5 m;‘-‘;ms With Arms
6 |Seat Width in mm (+/- Smm) 570
"7 |Seat Depth in mm (+/- Smm) 560
'8 | Chair Height in mm (+/- Smm) | 580
I 9 __Chair di;ensions “ | Conforming to [1S3663
[Latest
|_ 10 :__.Weig}}t_qf. Chair in Grams 2890 grams
11 | Performance _
| 12 Sta_bility of Chair Conforming to IS 5416
- ‘ - - B . Part 2
| 13 | Strength of Chair Conforming to IS 5416
. Part 1
| 14 _-_!Maximufn Ash content is not more thanl% inE Complied that Ash
| conformity test as per annex D of IS : 14887  contentis less than 1%

e

‘ 15 UV Resistance Test- % of Tensile strength Complied Minimum 50%

‘retention after 192 hours exposure as per ASTM | tensile strength retained
_ D2562-99 Table 1 — Cycle Number 2 is more! after exposure as per test
| that 50%

16 |Test report to be furnished to buyer on demand Yes
| 17 | |Color Dark brown
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18 iWarranty Period in number of years | 1
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